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All values are determined on specimens prepared according to ASTM. 
Nominal values should not be interpreted as specifications. 
HDPE Starboard Antiskid is made entirely from FDA and USDA approved material. 
HDPE Starboard Antiskid meets ASTM D4976. 
The raw material used to make HDPE Starboard Antiskid does not contain BPA’s or
Phthalates. 
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Properties Units ASTM Nominal Values

Product Data - HDPE Starboard Antiskid

These data are presented only as typical properties of the base resins which, to our best knowledge, are true and accurate.
However, since conditions of use are beyond our control, all recommendations or suggestions are presented without guaranty
or responsibility on our part. We disclaim all liability in connection with the use of information contained herein or otherwise.
All risks of such use are assumed by the user. Furthermore, nothing contained herein shall be construed as an inducement or 
recommendation to use any process or to manufacture or use any product in conflict with existing or future patents. 
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